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National foreword

This British Standard is the UK implementation of EN ISO 4519:2016.  It is 
identical to ISO 4519:1980.  It supersedes BS 6041:1981 (dual numbered as 
ISO 4519:1980) which is withdrawn.

This British Standard has been prepared in order to provide a practical guide 
to the sampling of electrodeposited metallic coatings and related finishes.  In 
this respect, the sampling plans actually included relate to Acceptable Quality 
Levels of 1.5 % and 4.0 %,  the most commonly used levels in this field.  Other 
AQLs may,  however, be used and, in these cases,  reference should be made to 
the BS 6000 series and the BS 6001 series.

ISO 3269, which is referred to in clause 1  as a standard covering mechanical 
fasteners, which are outside the scope of ISO 4519 is not essential for the 
operation of BS 6041.

NOTE Textual  errors.  Attention is drawn to a printing error in the note at the beginning of 
clause 3,  where the final word should be “items” and not “thems”.

The UK participation in its preparation was entrusted to Technical Committee 
STI/33,  Electrodeposited and related coatings.

A list of organizations represented on this committee can be obtained on request 
to its secretary.

This publication does not purport to include all the necessary provisions of a 
contract.  Users are responsible for its correct application.

Compliance with a British Standard cannot confer immunity from 
legal obligations.
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