INTERNATIONAL ISO
STANDARD 8685

First edition
1992-06-01

Aluminium ores — Sampling procedures

Minerais alumineux — Procédés d’échantillonnage

..ulllﬂ]"”l

Reference number
ISO 8685:1992(E)

]“mlhnu..,,h.
|h|h"hl""'n..‘_“

il



ISO 8685:1992(E)

Contents

Page
T S0P o 1
2 Normative referenCes ... 1
3 DefinitionS o 1
4 Establishing a sampling scheme ..., 2
5 Number of primary increments and sampling units ... 6
6 Mass of gross samples and subsamples ... 7
7 Mass of increment . 10
8 Mass-basis sampling ... 10
9 Time-basis sampling ..o 12
10 Stratified random sampling at fixed mass or time intervals 13
11 Mechanical sampling from moving streams ... 14
12 Manual sampling from moving streams ... 17
13 Stopped-belt sampling ..o 18
14 Sampling from stationary situations ... 18
15 Packing and marking of samples ... 20
Annexes
A Derivation of equation for minimum gross sample mass o 21
B Mechanical sampling devices ... 22
C Manual sampling implement ... 24
D Manual sampling implements from stationary situations o 25
© 130 1992

All rights reserved. No part of this publication may be reproduced or utifized In any form
or by any means, electronic or mechanical, including photocopying and microfilm, without
permission in writing from the publisher.

International Organization for Standardization

Case Postale 56 ® CH-1211 Genéve 20 ¢ Switzerland

Printed In Switzerland



